
corrosion potential [mV/CSE]

east

west

so
ut

h north

concrete resistivity [ohm.m]
Profondità=11 cm

Profondità=5 cm

corrosion rate [μA/cm²]

ID Beam: BEAM T7 - P48/P49
Bottom view

east

west

so
ut

h north

east

west

so
ut

h north


	Fogli e viste
	Modello


