ID Beam: BEAM T10-SP/P47
North view West view

200

=100
—-150
—200
—250

- corrosion potential [mV/CSE]

—325
—350
-375
—400
—425
—-450
—475
-500
—525
-550
—575
—600
—800

north
yin

100k
10k
1000
S00
400
300
200

st concrete resistivity [ohm.m]

I

north
yynos

iy corrosion rate [uA/cm?]

ynos




	Fogli e viste
	Modello


