
Size class

[µm]

Particle concentration

[#/dm³]

Upstream Downstream

Efficiency

[%]

Deviation

[+/-]

Uncertainty

[+/-]

Meaningful

cycles

90 - 100 nm 24 440 461 97.94 0.42 0.44 6

100 - 120 nm 22 170 775 95.62 0.29 0.31 6

120 - 150 nm 24 770 931 96.08 0.24 0.25 6

150 - 200 nm 35 287 1 113 96.74 0.36 0.38 6

200 - 250 nm 33 313 1 078 96.62 0.50 0.52 6

250 - 300 nm 27 530 768 97.11 0.41 0.43 6

300 - 400 nm 47 816 1 366 96.99 0.33 0.35 6

400 - 550 nm 40 288 1 033 97.31 0.38 0.40 6

550 - 700 nm 19 945 440 97.70 0.35 0.36 6

700 - 1000 nm 27 056 492 98.10 0.11 0.12 6

1000 - 1300 nm 7 287 85 98.81 0.23 0.24 6

1300 - 1600 nm 6 387 47 99.23 0.38 0.39 6

1600 - 2200 nm 25 370 137 99.45 0.12 0.12 6

2200 - 3000 nm 8 428 17 99.81 0.16 0.17 6

3000 - 4000 nm 2 367 0 100.00 0.00 0.00 6

4000 - 5500 nm 1 248 0 100.00 0.00 0.00 6

5500 - 7000 nm 91 0 100.00 0.00 0.00 6

7000 -10000 nm 6 0 100.00 0.00 0.00 5
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