
Size class

[µm]

Particle concentration

[#/dm³]

Upstream Downstream

Efficiency

[%]

Deviation

[+/-]

Uncertainty

[+/-]

Meaningful

cycles

90 - 100 nm 27 319 3 418 84.89 12.16 12.76 6

100 - 120 nm 21 813 3 200 85.17 1.66 1.74 6

120 - 150 nm 20 591 4 215 78.79 0.95 1.00 6

150 - 200 nm 29 109 6 034 78.53 1.58 1.65 6

200 - 250 nm 27 681 5 791 78.39 1.08 1.14 6

250 - 300 nm 22 799 4 649 78.99 1.72 1.81 6

300 - 400 nm 40 628 7 902 79.71 1.84 1.93 6

400 - 550 nm 34 477 6 179 81.38 1.11 1.16 6

550 - 700 nm 16 418 2 626 83.29 0.99 1.04 6

700 - 1000 nm 23 366 3 207 85.33 1.08 1.13 6

1000 - 1300 nm 6 233 702 88.05 2.15 2.26 6

1300 - 1600 nm 5 354 599 88.12 1.92 2.02 6

1600 - 2200 nm 22 018 1 489 92.84 0.53 0.55 6

2200 - 3000 nm 7 325 160 97.80 0.40 0.42 6

3000 - 4000 nm 2 254 20 99.08 0.65 0.68 6

4000 - 5500 nm 1 091 2 99.80 0.50 0.52 6

5500 - 7000 nm 109 0 100.00 0.00 0.00 6

7000 -10000 nm 5 0 100.00 0.00 0.00 5
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