
Size class

[µm]

Particle concentration

[#/dm³]

Upstream Downstream

Efficiency

[%]

Deviation

[+/-]

Uncertainty

[+/-]

Meaningful

cycles

90 - 100 nm 26 923 737 97.27 0.33 0.35 6

100 - 120 nm 23 948 1 432 94.34 0.39 0.41 6

120 - 150 nm 25 173 1 881 92.46 0.66 0.69 6

150 - 200 nm 35 737 2 185 93.84 0.47 0.49 6

200 - 250 nm 34 093 1 560 95.48 0.31 0.33 6

250 - 300 nm 27 651 1 127 95.86 0.54 0.57 6

300 - 400 nm 46 141 1 546 96.60 0.35 0.37 6

400 - 550 nm 37 570 971 97.43 0.29 0.31 6

550 - 700 nm 18 596 409 97.84 0.33 0.35 6

700 - 1000 nm 24 176 491 97.89 0.36 0.37 6

1000 - 1300 nm 6 426 96 98.44 0.79 0.83 6

1300 - 1600 nm 5 819 61 98.96 0.46 0.48 6

1600 - 2200 nm 22 580 222 98.98 0.25 0.26 6

2200 - 3000 nm 6 633 14 99.76 0.30 0.32 6

3000 - 4000 nm 1 833 0 100.00 0.00 0.00 6

4000 - 5500 nm 722 0 100.00 0.00 0.00 6

5500 - 7000 nm 68 0 100.00 0.00 0.00 6

7000 -10000 nm 8 0 100.00 0.00 0.00 4
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224 274 346 469 620 837 1140 1442 1876 2569 3464 4690 6205 8367


