AZCOM

SUMMARY OF CHEMICAL ANALYSIS ON CORE SAMPLES

Job Number 60544202 Tests Requested Total Sulphur and Sulphate
Project Title Beaulieu Park — RDR Pavement Construction Report Date 09/08/2017
Sample Reference

Determinand Units LOD 0644.08.00
Sulphur as S, Total % 0.1 <0.01
Sulphate as SO4, Total % 0.1 0.01
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