A-COM

Natural Moisture Content

In Accordance with BS EN 1097-5 :2008

Project Title : Beaulieu Park — RDR Pavement Construction
Job Number : 60544202

Bulk Reference : n/a

Location of Testing : AECOM Laboratory Nottingham

Date of Issue : 25 September 2017
Tested By : Giulia Lo Canto

Reported By : Giulia Lo Canto
Checked By : NAL

. Constant
Sarl::lv:: D Sample ID Sg:[t)'l]e cx;‘:'::";:) Mass Soil Description
P P ? | Achieved
0644.19.00 TP 19 n/a 4.2 Y Light brown gravelly fine to coarse SAND with rare clay
0644.20.00 TP 20 n/a 2.2 Y Light brown gravelly fine to coarse SAND with rare clay
0644.21.00 TP 21 n/a 2.7 Y Light brown gravelly fine to coarse SAND with rare clay

Comments and Deviations:

Checked by:- N A %%

Date: - 25 September 2017

Created: 17/06/2011 EKD
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