A — COM Natural Moisture Content é‘%

UKAS

TESTING

In Accordance with BS 1377-2:1990 CI 3 4410

Project Title : Beaulieu Park — RDR Pavement Construction  Location of Testing : AECOM Laboratory Nottingham Reported By : GLC
Job Number : 60544202 Date of Issue : 09 August 2017 Checked By : NAL
Bulk Reference : n/a Tested By : GLC
LIMS Sample Moisture Constant . i
Sample ID Hole ID Depth Content (%) M'flss Soil Description
Achieved
0644.01.00 TP 01 n/a 5.6 Yes Light brown gravelly fine to coarse SAND with rare clay
0644.02.00 TP 02 n/a 5.3 Yes Light brown gravelly fine to coarse SAND with rare clay
0644.03.00 TP 03 n/a 4.8 Yes Light brown gravelly fine to coarse SAND with rare clay
0644.04.00 TP 04 n/a 4.3 Yes Light brown gravelly fine to coarse SAND with rare clay
0644.05.00 TP 05 n/a 3.1 Yes Light brown gravelly fine to coarse SAND with rare clay
0644.06.00 TP 06 n/a 25 Yes Light brown gravelly fine to coarse SAND with rare clay
0644.07.00 TP 07 n/a 4.1 Yes Light brown gravelly fine to coarse SAND with rare clay
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